The Striking Sequence

Heat the glass until translucent,
glass is almost droopy at this point

Cool until the glow is gone

Reheat at the tip of the flame until it
glows orange

Observe the first strike as dark tones
bloom

Experiment with the length of the
striking time

And/or repeating the striking
sequence to achieve different results

Always use proper ventilation.

Striking silver glass by Double Helix:
Luna 2, Khaos, and Terranova 2
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